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1. Scope

This Part of this European Standard specifies the materials for pressure equipment to comply with the requirements of the relevant pressure equipment material specifications. This Part describes how this shall be applied to materials intended for the manufacturing of pressure bearing parts and attachments to them.

A simplified diagram of the routes for inspection documentation and compliance with the material specification is shown in Figure 1. Guidance on the approval and appraisal procedures for materials is given in Annex A.



Figure 1 --- Types of inspection documents required

2. Normative references

This European Standard incorporates by dated or undated reference, provisions from other pubblications. These normative references are cited at the appropriate places in the text and the publications are listed hereafter. For dated references, subsequent amendments to or revisions of any of these publications apply to this European Standard only when incorporated in it by amendment or revision . For undated references the latest edition of the publication referred to applies (including amendments).

EN 10204: 1991, Metallic products --- Types of inspection documents. 

3. Requirements with respect to pressure equipment categories
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3.4.........

3.5
Welding consumables

For welding consumables for all categories a test report EN 10204:1991 type 2.2 shall be obtained from the welding consumables manufacturer
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